
Experimental determination of phase diagram in the Zn-Fe binary system 
 

K. Han, I. Ohnuma, K. Okuda, R. Kainuma 
 
 
This phase diagram is published in Journal of Alloys and Compounds, 737, 490 (2018) 
 

 
 
FIG. 1 Phase equilibria of the Zn-Fe binary system experimentally determined by alloying 

method. 


